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It is important to coat the inside surfaces 
of the legs of the Stacking Bar prior to 
joining. 
Remove excess sealant after connections 
are made.

Use #8 x 1-1/2” Pan 
Head fasteners through 
glass pocket to attach 
to stacking Bar 3” from 
ends and 16” spacing

6200/8200
Window-to-Mull 
Assembly

Frame JambStacking Bar

1. Sealant
Apply sealant to all mating surfaces
of the Frame Jambs and both sides of the 
the Stacking Bar.

NOTE: Sealant must be wet 
during mating assembly.

Critical Sealant Application

Frame Jamb

Sill 

Use sealant 
compatible with product 
and construction materials.

Sill 
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Critical Sealant Application

6200/8200
End Cap 
Installation

Critical Sealant Application

2. Sealant
Apply sealant to the ends of the 
stacking bar and the mating sur-
face of the end caps
Attach caps to stacking bar ends 
while sealant is wet.

End Cap

3. Sealant

Sill

Sill

Stacking Bar

Frame Jamb


